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2101780011 PARA ARAMID WOVEN FABRIC

MATERIAL : PARA ARAMID
WEAVE : PLAIN
AREAL DENSITY AS PER IS 1964 METHOD A :190 +/- 5%

4. WIDTH AS PER IS 1954: MIN. 150 cM
5. YARN DENSITY AS PER IS 1963:WARP-85 PER 10CM WEFT-85 PER
10 CM (FOR GUIDING PURPOSE ONLY)
6. YARN COUNT AS PER IS 3442: MIN. 980 DENIER (FOR GUIDING
PURPOSE ONLY)
7. TENSILE STRENGTH AS PER IS: 1969 RAVELLED-STRIP TEST
METHOD : MIN. 750 KGS.
NOTE : COUNTRY OF ORIGIN CERTIFICATE AND ORIGINAL
MANUFACTURER (OEM) CERTIFICATE SHOULD BE PROVIDED
BY THE FIRM AT THE TIME OF SUPPLIES.
Total no. of items : \f‘)-l—(_,\ "L‘/

Yeehs cd |ow‘=~"‘ )
é‘ﬁ\“)
Joen [owi—

i St o Al T




