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PROCESS OF HEAT TREATMENT
1, PRE-HEAT AT 400° C=500°C AND TRANSFER TO
BATH:

CYANIDE.

3 . 2 HEAT IN_CYANIOE BATH 620°C +10°C 'FOR 1% HOURS.
3 AND COGL N AIR: t

3 HEAT AT 760°C/ 780°C FOR 10-15 MINUTES AND
QUENCH IN B03C) .

4 TEMPER AT 180°C/200°C FOR ¥ HOUR
- . 5 AFTER FINAL GRINDING STRESS RELIEVE AT 150°
180°C_FOR1 HOUR-

T ; 3 ¢ . ; d . 5 E g ALTERNATIVE PROCESS OF HEAT TREATMENT
JR . 53310 18-415 : s 1. PACK BREECH BLOCK IN_BATCHES IN A WELDED BOX
5 : e ! i —ot27 VATH SOLID. GARBURISING. COMPOUND.

2. CHARGE THE_BOX IN AN IC_FURNACE AT.5509
AND_RABED 10 830°C_*105C AND.

FYER IT_WILL REACH THE TENPERAIURE OF-830°C
3 fee * SRR
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4RE-PACK THE BREECH_BLOCKS IN BATCHES IN A 80X
CHARCOAT_POWDER AND CHARGE IN AN ELECTRIC
FURNACE AT 7705 C_£10° ¢ AND SOAK FOR 12 HOUR
AT THE TEMPERATURE,

5 QUENCH IN HOT OIL AT A TEMPERATURE OF 150°C.

6 TEMPER AT 200°C_FOR 2 HOUR.

7 AFTER FINAL GRINDING STRESS RELIEVE AT 150°¢/ | |
HOUR. -
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PART PLAN VIEW
IN DIRECTION OF ARROW ‘A'
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EDGES MARKED'WITH'Y'

81007 10 BE CHAMFERED 0°514025 X45°
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CCEPTANCE STANDARDS FOR MACRO_ETCH 1257 AND

WCROSCOPIC OE TERMINATION OF MONIE VALLE Moo=
Sionson Steec: b
5 MACRO ETCH TEST AS PER ASTME 301 WiTH Accep—

: Y e STaNGiROS €7 oS

2NMiR_TEST AS PER I5;:4163-82-
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PARALLEL

PARALLEL

F 015 Max

ALL SHARP CORNERS OF THE EXTRACTOR POCKET Wit | |
BE REMOVED BY 0°64 R AND OTHER SHARP EDGES WL
BE BLENDED DURING MANUFACTURE IN ACCORDANCE
WITH D.0- NOTE SHEET No.3.
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